
DRILL HAMMER SPATULA BRUSH GLOVE METERMIXING 
BOWL

SCREW & 
DOWEL

3.  FINISHING STAGE

While painting, paint just the mastic paste area or 
paint the panel completely.

Mastic putty is used at the joints of the panels and to 
close the screw heads. Mastic is cement based 
water activated product. In the mixing bowl, use the 
ratio of 3/4 of cement powder and ratio of 1/4 of 
water to make mastic by using spatula until it 
becomes paste. 

Mastic putty could be used as concave or convex in 
order to get a nice image. (When filling the gaps 
between the panels the image is shown as curved 
outward or a pit) Or gaps between panels can filled 
flatly After the mastic paste is applied to the joints . 
and patterns, the brush is used to give the desired 
shape to correct the paste before the paste is fully 
hardening. 

STEP 8  Painting the joint areas 

STEP 7  Fill the gaps of panels / Shaping the filling 

areas depending on the panels pattern

Wait for the mastic paste to fully harden after the 
correction process.
After the mastic hardens suitable paint for the joint 
and pattern is applied.

JIGSAWS TOLL

  ASSEMBLY 
INFORMATION FOR  

MATERIALS
NEEDED

SPIRAL
GRINDING TOOL

PLAYWOOD / PUNK / JOINTLES (these ser�es are appl�ed �n a s�m�lar way)

STEP 5 SIZE THE PRODUCTS

STEP 6 ASSEMBLE THE PRODUCTS

STEP 7 - 8 STEPS OF FINISHING STAGE




